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1
MONOLITHIC CERAMIC ELECTRONIC
COMPONENT

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a method for manufactur-
ing a monolithic ceramic electronic component including a
ceramic body in which a plurality of ceramic layers are
stacked and a plurality of outer electrodes disposed on an
outer surface of the ceramic body and a monolithic ceramic
electronic component.

2. Description of the Related Art

In recent years, miniaturization and increases in electro-
static capacities of monolithic ceramic electronic compo-
nents, e.g., monolithic ceramic capacitors, have been
required. Consequently, the number of stacking of inner elec-
trodes has increased. As the number of stacking of the inner
electrodes increases, the inner electrodes are tightly packed in
an opposite region serving as a portion in which inner elec-
trodes connected to different potentials are opposite to each
other in the stacking direction. That is, the density of inner
electrodes increases in the opposite region.

On the other hand, in an extension region serving as a
portion in which the inner electrodes are not opposite to each
other, the extended inner electrodes are connected to the same
potential among the inner electrodes connected to the differ-
ent potentials. Consequently, the density of the inner elec-
trodes does not increase to the extent of that in the opposite
region. Therefore, as the number of stacking of the inner
electrodes increases, a difference in the density of the inner
electrodes between the opposite region and the extension
region becomes large.

If a difference in the density of the inner electrodes
between the opposite region and the extension region
becomes large, the pressing pressure is not easily applied to
the extension region in which the density of the inner elec-
trodes is small, and delamination occurs easily between the
inner electrodes and the ceramic layers.

As for a measure against the delamination, for example,
Japanese Unexamined Patent Application Publication No.
2-161713 discloses a method in which an upper surface and a
lower surface of a ceramic multilayer material are covered
with rubber, and isostatic pressing is applied.

According to the isostatic pressing described in Japanese
Unexamined Patent Application Publication No. 2-161713,
the delamination does not occur easily, although the corner
portions 101a of the resulting ceramic multilayer body 101
may be rounded, as shown in FIG. 5. The corner portions
101a are disposed in an extension region where the density of
inner electrodes is small and, therefore, compression in the
stacking direction occurs easily by pressing as compared with
that in an opposite region. The ceramic multilayer body hav-
ing round corner portions stands up in the mounting easily, so
that a so called tombstone phenomenon may occur.

SUMMARY OF THE INVENTION

Preferred embodiments of the present invention provide a
monolithic ceramic electronic component, wherein delami-
nation between inner electrodes and ceramic layers does not
occur easily and excellent mounting stability is achieved.

A ceramic electronic component according to a preferred
embodiment of the present invention includes a ceramic body
including a plurality of ceramic layers stacked on each other
in a stacking direction, first and second principal surfaces, and
first and second end surfaces, first and second outer elec-
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trodes, which are disposed on the outer surface of the ceramic
body and which are disposed on the first and second end
surfaces, respectively, of the ceramic body, and a plurality of
inner electrodes arranged such that the plurality of inner
electrodes extend to the first or second end surface of the
ceramic body and include portions opposite to each other
with ceramic layers interposed therebetween in the stacking
direction. The ceramic body includes an inner layer block in
which the plurality of first and second inner electrodes are
disposed, a first ceramic outer layer disposed on one side in
the stacking direction of the inner layer block, and a second
ceramic outer layer disposed on the other side in the stacking
direction of the inner layer block. In extension regions where
the plurality of first inner electrodes and the plurality of
second inner electrodes are not opposite to each other with
ceramic layers therebetween in the stacking direction, at least
one of the plurality of first inner electrodes and at least one of
the second inner electrodes are inclined towards a center of
the first end surface and a center of the second end surface,
respectively, of the ceramic body in the stacking direction as
the plurality of first inner electrodes and second inner elec-
trodes approach the first end surface and the second end
surface, respectively. The second ceramic outer layer is
thicker than the first ceramic outer layer. An inclination angle
of the inner electrode nearest to the second principal surface
is larger than an inclination angle of the inner electrode near-
est to the first principal surface.

In the ceramic electronic component according to the
above-described preferred embodiment, the second ceramic
outer layer includes a boundary portion and an outer portion
between the boundary portion and the second principal sur-
face.

In the ceramic electronic component according to the
above-described preferred embodiment, Si is concentrated in
the boundary portion.

In the ceramic electronic component according to the
above-described preferred embodiment, a portion of the
boundary portion located in the extension regions is inclined
towards the center of the first end surface and the center of the
second end surface.

In the ceramic electronic component according to the
above-described preferred embodiment, in the extension
regions, distances from the first principal surface and the
second principal surface of the ceramic body to the inner
electrodes nearest to the first principal surface and the second
principal surface, respectively, of the ceramic body among
the plurality of first inner electrodes and second inner elec-
trodes increase as the inner electrodes nearest to the first
principal surface and the second principal surface get closer
to the first end surface and the second end surface, respec-
tively.

In the ceramic electronic component according to the
above-described preferred embodiment, a difference in a total
thickness of all of the inner electrodes between the extension
regions and a region where the plurality of first inner elec-
trodes and the plurality of second inner electrodes are oppo-
site to each other with the ceramic layers therebetween in the
stacking direction is a height difference of about 58.5 pm or
more.

In the ceramic electronic component according to the
above-described preferred embodiment, a ratio of the height
difference to a thickness of the ceramic body excluding the
outer electrodes is a height difference ratio of about 0.21 or
more.

In the ceramic electronic component according to the
above-described preferred embodiment, a thickness of the
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ceramic body in the stacking direction is between about 0.3
mm and about 0.7 mm inclusive.

The above and other elements, features, steps, characteris-
tics and advantages of the present invention will become more
apparent from the following detailed description of the pre-
ferred embodiments with reference to the attached drawings.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1A is a perspective view of a monolithic ceramic
capacitor according to a preferred embodiment of the present
invention and FIG. 1B is a sectional view along a line A-A
shown in FIG. 1A.

FIGS. 2A to 2D are sectional views illustrating a method
for manufacturing a monolithic ceramic capacitor according
to a preferred embodiment of the present invention.

FIGS. 3A to 3C are sectional views illustrating a method
for manufacturing a monolithic ceramic capacitor according
to a preferred embodiment of the present invention.

FIG. 4 is a sectional view illustrating a boundary layer of a
monolithic ceramic capacitor obtained by the method for
manufacturing a monolithic ceramic capacitor according to a
preferred embodiment of the present invention.

FIG. 51s a schematic sectional view of a ceramic multilayer
body in the related art.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENTS

The present invention will be clarified below by describing
specific preferred embodiments according to the present
invention with reference to the drawings. In the present speci-
fication, initially, a monolithic ceramic electronic component
according to various preferred embodiments of the present
invention will be described in detail and, then, a method for
manufacturing a monolithic ceramic electronic component,
according to various preferred embodiments of the present
invention, will be described.

FIG. 1A is a perspective view of a monolithic ceramic
capacitor according to a preferred embodiment of the present
invention. FIG. 1B is a sectional view along a line A-A shown
in FIG. 1A.

A monolithic ceramic capacitor 1 includes a ceramic body
2 in which a plurality of ceramic layers are stacked, a first
outer electrode 3, a second outer electrode 4, first inner elec-
trodes 5A, and second inner electrodes 5B. The ceramic body
2 preferably is in the shape of a rectangular or substantially
parallelepiped including a first principal surface 2a, a second
principal surface 24, a first end surface 2¢, and a second end
surface 2d. An appropriate material is used for the ceramic
body 2 and, in the present preferred embodiment, a dielectric
ceramic containing BaTiO; or CaZr as a primary component
is used.

The first outer electrode 3 and second outer electrode 4 are
disposed on the outer surface of the ceramic body 2 and are
disposed on the first end surface 2¢ and the second end surface
2d, respectively, of the ceramic body 2. A metal, e.g., Cu, Ni,
Ag, Au, or Pd, is used for the first outer electrode 3 and the
second outer electrode 4, although not specifically limited.

The ceramic body 2 includes an inner layer block 17 in
which the plurality of inner electrodes 5A and the plurality of
inner electrodes 5B are disposed, a first ceramic outer layer 7
disposed on one side in the stacking direction of the inner
layer block 17, and a second ceramic outer layer 16 disposed
on the other side in the stacking direction of the inner layer
block 17. In the present specification, the inner layer block 17
refers to a portion of the ceramic body 2 disposed between the
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inner electrode nearest to the first principal surface 2a of the
ceramic body 2 among the plurality of first inner electrodes
5A and second inner electrodes 5B, and the inner electrode
nearest to the second principal surface 26 of the ceramic body
2.

Preferably, the second ceramic outer layer 16 is thicker
than the first ceramic outer layer 7. This is because in the case
where production is performed by the manufacturing method
described below, the second ceramic outer layer 16 flows
more easily in the second pressing step.

The second ceramic outer layer 16 preferably has an inor-
ganic material composition different from the composition of
the first ceramic outer layer 7, although it is not specifically
limited. As for the inorganic material, for example, barium
titanate, Dy, Mn, Mg, and Si may be used. Preferably, the first
ceramic outer layer 7 contains barium titanate, Mn, and Si.
Preferably, the second ceramic outer layer 16 contains barium
titanate and Si. More preferably, the Si content of the second
ceramic outer layer 16 is larger than the Si content of the first
ceramic outer layer 7. Alternatively, it is preferable that the
Mn content of the second ceramic outer layer 16 be smaller
than the Mn content of the first ceramic outer layer 7.

Inthe case where the Si content of the second ceramic outer
layer 16 is larger than the Si content of the first ceramic outer
layer 7, the strength of the outer layer is still more enhanced.

In the case where the Mn content of the second ceramic
outer layer 16 is smaller than the Mn content of the first
ceramic outer layer 7, the color of the second ceramic outer
layer 16 becomes close to white as compared with the color of
the first ceramic outer layer 7, and the surface and the back of
the multilayer body can be distinguished by the hue. Ifthe Mn
content of the second ceramic outer layer 16 decreases, the
strength of the outer layer may be reduced. In order to prevent
this, it is more preferable to combine with an increase in the Si
content.

Inthe case where the second ceramic outer layer 16 has the
inorganic material composition different from the composi-
tion of the first ceramic outer layer 7, it is preferable that the
second ceramic outer layer 16 is thicker than the first ceramic
outer layer 7 and a portion of the second ceramic outer layer
16 on the inner layer block 17 side have the same or substan-
tially the same inorganic material composition as the compo-
sition of the first ceramic outer layer 7. This is for the purpose
of'preventing degradation in the characteristics of the capaci-
tor due to diffusion of the inorganic material.

The plurality of first inner electrodes 5A and second inner
electrodes 5B are extended to the first end surface 2¢ or the
second end surface 2d of the ceramic body 2. The plurality of
first inner electrodes 5A and second inner electrodes 5B
include portions opposite to each other with ceramic layers
therebetween in the stacking direction of the ceramic body 2.
In the present specification, a portion in which the plurality of
first inner electrodes SA and second inner electrodes 5B are
opposite to each other with the ceramic layers therebetween is
specified to be an opposite region and a portion in which the
plurality of first inner electrodes 5A and second inner elec-
trodes 5B are not opposite to each other with ceramic layers
therebetween are specified to be an extension region.

The material constituting the plurality of first inner elec-
trodes 5A and second inner electrodes 5B is not specifically
limited, although a metal containing a base metal, e.g., Nior
Cu, as a primary component is preferable.

In the present preferred embodiment, in the extension
regions, the plurality of first inner electrodes 5A and second
inner electrodes 5B come close to the center of the first end
surface 2¢ and the center of the second end surface 2d, respec-
tively, of the ceramic body 2 in the thickness direction as the



US 9,208,948 B2

5

plurality of first inner electrodes SA and second inner elec-
trodes 5B approach the first end surface 2¢ and the second end
surface 24, respectively. Therefore, in the present preferred
embodiment, the inner electrodes are also dense in the exten-
sion regions, so that an occurrence of delamination between
the inner electrodes and the ceramic layers is prevented in the
extension regions.

In the present preferred embodiment, in the extension
regions, the distances from the first principal surface 2a and
the second principal surface 25 of the ceramic body 2 to the
inner electrodes nearest to the first principal surface 2a and
the second principal surface 25, respectively, of the ceramic
body 2 among the plurality of first inner electrodes 5A and
second inner electrodes 5B increase as the first end surface 2¢
and the second end surface 2d, respectively, of the ceramic
body 2 are approached.

That is, the roundness of the corner portions of the mono-
lithic ceramic capacitor according to the present preferred
embodiment is small as compared with that of the ceramic
multilayer body 101 in the related art shown in FIG. 5. In this
regard, the corner portion refers to the portion where the first
end surface 2c¢ or the second end surface 2d is butted against
the first principal surface 2a or the second principal surface
2b.

As described above, the roundness ofthe corner portions of
the monolithic ceramic capacitor according to the present
preferred embodiment is reduced, so that standing up in the
mounting does not occur easily and an occurrence of a so-
called tombstone phenomenon is prevented. That is, the
monolithic ceramic capacitor according to the present pre-
ferred embodiment is a monolithic ceramic electronic com-
ponent exhibiting excellent mounting stability. Preferably, a
maximum distance from the second principal surface 256 of
the ceramic body to the inner electrode nearest to the second
principal surface 256 of the ceramic body is larger than a
maximum distance from the first principal surface 2a of the
ceramic body to the inner electrode nearest to the first prin-
cipal surface 2a of the ceramic body. More specifically, a
difference between a maximum distance and a minimum
distance from the second principal surface 26 of the ceramic
body to the inner electrode nearest to the second principal
surface 26 of the ceramic body is larger than a difference
between a maximum distance and a minimum distance from
the first principal surface 2a of the ceramic body to the inner
electrode nearest to the first principal surface 2a of the
ceramic body.

In the case where a difference in the total thickness of all of
the inner electrodes between the extension region and the
opposite region is specified to be a height difference and the
ratio of the height difference to the thickness of the inner layer
block 17 is specified to be a height difference ratio, it is more
preferable that the present invention be applied to a mono-
lithic ceramic capacitor having a height difference of about
58.5 um or more and a height difference ratio of about 0.21 or
more, for example. This is because as for the monolithic
ceramic capacitor, especially having a thickness of the
ceramic body in the stacking direction is between about 0.3
mm and about 0.7 mm inclusive, having a height difference of
about 58.5 um or more and a height difference ratio of about
0.21 or more, the corner portions are rounded more easily and
a so-called tombstone phenomenon occurs easily in mount-
ing. This point will be described in more detail in the example
described later.

A method for manufacturing a monolithic ceramic capaci-
tor as a non-limiting example of the monolithic ceramic elec-
tronic component according to a preferred embodiment of the
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present invention will be described in detail with reference to
FIGS. 2A to 2D and FIGS. 3A to 3C.

As shown in FIG. 2A, afirst ceramic outer layer 7 is formed
on a stacking board 6. The first ceramic outer layer 7 may be
formed by placing a ceramic green sheet or be formed by
printing or applying a ceramic slurry. The ceramic slurry is a
liquid containing ceramic particles and may be called a
ceramic paste or the like.

As shown in FIG. 2B, a plurality of inner electrodes 5 and
a plurality of ceramic green sheets 8 are stacked sequentially
on the first ceramic outer layer 7. In FIG. 2B, the plurality of
inner electrodes 5 and the plurality of ceramic green sheets 8
are stacked alternately, although it is not always necessary to
stack alternately.

As shown in FIG. 2C, an inner portion 9 of the second
ceramic outer layer 16 is formed on the plurality of ceramic
green sheets 8. Consequently, the inner electrode 5 exposed as
the outermost surface is protected from contact with the out-
side. The inner portion 9 may be formed by placing a ceramic
green sheet, as in the present preferred embodiment, or be
formed by printing or applying a ceramic slurry. The inner
portion 9 may include an inner conductor layer which does
not contribute to the electrostatic capacity of the resulting
capacitor substantially. For example, the inner conductor
layer may be overlaid on the same position as the inner
electrode 5.

Inthe case where the first ceramic outer layer 7 is thick, the
first ceramic outer layer 7 may be deformed while the plural-
ity of ceramic green sheets 8 are stacked sequentially, and
positional shift of the stacked ceramic green sheets 8 may
occur. Therefore, it is preferable that the first ceramic outer
layer 7 be thinner. Alternatively, the inner portion 9 may be
made thick rather than making the first ceramic outer layer 7
thin. That is, the inner portion 9 may have a thickness larger
than the thickness of the first ceramic outer layer 7. Conse-
quently, a positional shift of the stacked ceramic green sheets
8 is prevented.

Preferably, the plurality of ceramic green sheets 8 and the
inner portion 9 have the same inorganic material composition.
This is because if the inorganic material compositions are
different, the compositions are changed by diffusion of the
inorganic material during firing and the characteristics of the
resulting capacitor may be influenced. However, the plurality
of ceramic green sheets 8 and the inner portion 9 may have
different inorganic material compositions. Regarding inor-
ganic material compositions, the plurality of ceramic green
sheets 8 and the inner portion 9 may have the same compo-
sitions.

As shown in FIG. 2D, an elastic sheet 10 is placed on the
inner portion 9 and first pressing is applied from above the
elastic sheet 10 in the stacking direction. Put another way, the
first pressing is applied from the outer surface of the first
ceramic outer layer 7 in the stacking direction. A sufficient
pressure is applied to the extension region as well by applying
the first pressing and, thus, the adhesion between the ceramic
sheet layers and the inner electrode layers in the extension
region is enhanced.

Inthe present preferred embodiment, the first pressing may
be performed by applying a pressure with a rigid plate 11.
Alternatively, as shown in FIG. 2D, the first pressing may be
performed by placing a multilayer body formed from the first
ceramic outer layer 7, the plurality of ceramic green sheets 8,
and the inner portion 9 on a rigid plate 13 and fitting the
multilayer body into frames 12A and 12B surrounding the
multilayer body. The rigid plate 11 preferably has a modulus
of'elasticity higher than the modulus of elasticity of the elastic
sheet 10 and is formed from a metal, ceramics, or the like.
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The elastic sheet is preferably a soft material, for example,
a material having rubber elasticity, and is more preferably a
rubber sheet. In the case where the rubber sheet is used, still
more pressure is applied to the extension region, so that the
adhesion between the ceramic sheets and the inner electrodes
in the extension region is enhanced still more effectively. The
elastic sheet may be a resin sheet other than the rubber sheet.

Also, a pressure is applied to the first ceramic outer layer 7
from the outer surface in the stacking direction and, thus, still
more pressure is applied to the extension region, so that the
adhesion between the ceramic sheets and the inner electrodes
in the extension region is enhanced still more effectively.

The first pressing is a step different from contact bonding
applied when the ceramic green sheets are stacked sequen-
tially. That is, in the first pressing, the multilayer body is
transferred from the stacking board 6 to the rigid plate 13 and
the first pressing is performed.

As shown in FIG. 3A, an outer portion 14 of the second
ceramic outer layer 16 is formed on the multilayer body
obtained by the first pressing to form a second ceramic outer
layer 16. Preferably, the second ceramic outer layer 16 is
thicker than the first ceramic outer layer 7 because, in this
case, the second ceramic outer layer 16 flows to the extension
region easily. The outer portion 14 may be formed by placing
a ceramic green sheet or be formed by printing or applying a
ceramic slurry. Specifically, formation may be made through
application of a slurry by screen printing, spray coating, die
coating, or the like. It is desirable that a resin component be
contained in the slurry. As for a solvent, an organic solvent,
water, or the like is preferable.

It is preferable that the outer portion 14, the plurality of
ceramic green sheets 8, and the inner portion 9 have the same
inorganic material composition. This is because if the inor-
ganic material compositions are different, the compositions
are changed by diffusion of the inorganic material during
firing and the characteristics of the resulting capacitor may be
influenced. However, the inorganic material compositions
may be different.

The first ceramic outer layer 7 and the outer portion of the
second ceramic outer layer 16 may have different inorganic
material compositions. As for the inorganic material, for
example, barium titanate, Dy, Mn, Mg, and Si may be used.
Preferably, the first ceramic outer layer 7 contains barium
titanate, Mn, and Si. Preferably, the outer portion 14 contains
barium titanate and Si. More preferably, the Si content of the
outer portion 14 is larger than the Si content of the first
ceramic outer layer 7. Alternatively, the Mn content of the
outer portion 14 may be smaller than the Mn content of the
first ceramic outer layer 7.

The inner portion 9 of the second ceramic outer layer may
have the same inorganic material composition as the compo-
sition of the first ceramic outer layer 7. That is, as with the first
ceramic outer layer 7, the inner portion 9 and the outer portion
14 may have different inorganic material compositions. As
for the inorganic material, for example, barium titanate, Dy,
Mn, Mg, and Si may be used. Preferably, the inner portion 9
contains barium titanate, Mn, and Si. Preferably, the outer
portion 14 contains barium titanate and Si. More preferably,
the Si content of the outer portion 14 is larger than the Si
content of the inner portion 9. Alternatively, the Mn content of
the outer portion 14 may be smaller than the Mn content of the
inner portion 9.

In the case where the Mn content of the outer portion is
smaller than the Mn content of the first ceramic outer layer 7,
the color of the outer portion 14 becomes close to white as
compared with the color of the first ceramic outer layer 7, and
the surface and the back of the multilayer body are easily
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distinguished by the hue. If the Mn content of the outer
portion 14 decreases, the strength of the outer layer may be
reduced. In order to prevent this, it is more preferable to
combine with an increase in the Si content.

In the case where the Si content of the outer portion 14 is
larger than the Si content of the first ceramic outer layer 7, the
strength of the outer layer is still more enhanced. Further-
more, in firing described later, Si gathers between the outer
portion 14 and inner portion 9 and a boundary portion 15
shown in FIG. 4 is formed. In the case where the boundary
portion 15 is formed, the adhesion between the outer portion
14 and the inner portion 9 is enhanced, so that peeling is
prevented.

Inthe case where the outer portion 14 and the inner portion
9 are allowed to have different inorganic material composi-
tions, in order to prevent the characteristics of the resulting
capacitor from being influenced, it is preferable that the thick-
ness of the inner portion 9 be increased. That is, preferably,
the thickness of the inner portion 9 is larger than the thickness
of' the first ceramic outer layer 7.

Preferably, the plurality of ceramic green sheets 8 and the
inner portion 9 have an organic material composition difter-
ent from the composition of the outer portion 14. More pref-
erably, as for the outer portion 14, the viscosity of the organic
material is reduced or the content of the organic material is
increased as compared with those in the ceramic green sheets
8 and the inner portion 9. Consequently, the fluidity of the
organic material in the outer portion 14 is still more enhanced
in the second pressing described later.

In the present preferred embodiment, a ceramic layer may
be further provided in the extension region before or after the
outer portion 14 is placed. In this case, denting of the principal
surface of the resulting multilayer body, described later, is
still more significantly reduced or prevented.

As shown in FIG. 3B, second pressing, in which the rigid
plate 11 is placed on the outer portion 14 and pressing is
performed with the rigid plate in the stacking direction, is
applied to form a mother multilayer body. Here, the modulus
of elasticity of a press member, which is the rigid plate 11,
used in the second pressing is higher than the modulus of
elasticity of a press member, which is the elastic sheet, used in
the first pressing. The rigid plate 11 is formed from a metal,
ceramics, or the like. Consequently, the outer portion 14 is
allowed to flow to the extension region and the height difter-
ence, which is generated in the first pressing, between the
extension region and the opposite region is filled. That is,
denting of the principal surface of the resulting mother mul-
tilayer body is prevented.

In the present preferred embodiment, the second pressing
step may be omitted. In this case, it is necessary that the outer
portion 14 be formed by application of the slurry. This is
because the slurry is a liquid, so that the outer portion 14 is
allowed to flow to the extension region without applying the
second pressing. In addition, in the case where the slurry is
applied, the contact area between the outer portion 14 and the
inner portion 9 increases and, thus, the adhesion between the
outer portion 14 and the inner portion 9 is enhanced. There-
fore, in this case, the adhesion between the outer portion 14
and the inner portion 9 is enhanced and denting of the prin-
cipal surface of the resulting mother multilayer body is pre-
vented without performing the second pressing.

The outer portion 14 may be placed on not only the inner
portion 9 but also the first ceramic outer layer 7 before the
second pressing step. In this case, a height difference gener-
ated on the principal surface on the first ceramic outer layer
side of the mother multilayer body is also filled.
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The mother multilayer body is cut along dotted lines shown
in FIG. 3C to obtain individual multilayer bodies 2A, 2B, 2C,
and 2D. Examples of methods of the cutting include force-
cutting, cutting (dicing), and laser cutting.

The individual multilayer bodies 2A, 2B, 2C, and 2D are
fired. As for the firing condition, the firing preferably is per-
formed by raising the temperature to about 1,100° C. to about
1,300° C., for example. Finally, outer electrodes are formed
on the outer surfaces of the individual multilayer bodies 2A,
2B, 2C, and 2D by applying a paste or plating, so that mono-
lithic ceramic capacitors are obtained.

As described above, in the manufacturing method accord-
ing to various preferred embodiments of the present inven-
tion, the multilayer body is pressed through the elastic sheet
before the outer portion 14 is formed. Therefore, adhesion
between the ceramic layers and the inner electrodes in the
extension region is enhanced and an occurrence of delamina-
tion between the ceramic layers and the inner electrodes is
significantly reduced or prevented.

Furthermore, in the manufacturing method according to
various preferred embodiments of the present invention, the
outer portion 14 is allowed to flow to the extension region and,
thus, the mother multilayer body is formed, so that denting of
the principal surface of the mother multilayer body is pre-
vented. That is, in the monolithic ceramic capacitor obtained
by the manufacturing method according to the preferred
embodiments of the present invention, corner portions are not
rounded in contrast to the ceramic multilayer body 101 shown
in FIG. 5. Therefore, standing up in the mounting does not
occur easily and an occurrence of a so-called tombstone phe-
nomenon is significantly reduced or prevented. That is, the
monolithic ceramic capacitor obtained by the manufacturing
method according to various preferred embodiments of the
present invention is a monolithic ceramic electronic compo-
nent exhibiting excellent mounting stability.

Next, a specific experimental example will be described.

In the experimental example, a monolithic ceramic capaci-
tor was produced by the manufacturing method according to
a preferred embodiment of the present invention, where the
predetermined thickness per ceramic layer after sintering was
about 0.6 um, the predetermined thickness of the inner elec-
trode after sintering was about 0.45 um, and the number of
inner electrodes was 260.

For the purpose of comparison, a monolithic ceramic
capacitor was produced by the method (a rubber sheet was
placed on the mother multilayer body and pressing was per-
formed once) according to the related art.

The outside dimensions of the two capacitors were 0.6
mmx0.3 mmx0.3 mm. The difference in density was 0.45
umx130=58.5 um in terms of height difference. The height
difference ratio determined by dividing the height difference
by the thickness of the inner layer block 17 was 58.5/{(0.6+
0.45)x260}=0.21.

In this regard, the height difference ratio may be deter-
mined by dividing the difference between the distance of the
inner electrodes located at two ends in the stacking direction
passing through the center of the opposite region from each
other and the distance of the inner electrodes located at two
ends in the stacking direction passing through the center of
the extension region from each other by the thickness of the
multilayer body.

Twenty cross-sections each of the monolithic ceramic
capacitors produced in the experimental example and by the
method in the related art, where the cross-sections were taken
along the direction perpendicular or substantially perpen-
dicular to the inner electrodes and the direction bonding the
first and second inner electrodes to the first and second end
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surfaces were observed. As a result, in all cross-sections,
delamination was not observed and, in the extension regions,
the distances from the first principal surface and the second
principal surface of the ceramic body to the inner electrodes
nearest to the first principal surface and the second principal
surface, respectively, of the ceramic body among the plurality
of first inner electrodes and second inner electrodes in the
monolithic ceramic capacitor produced in the experimental
example became larger than those in the monolithic ceramic
capacitor produced by the related art as the first end surfaces
and the second end surfaces, respectively, of the ceramic
bodies were approached.

A method for measuring the thickness and the distance,
e.g., the thickness of the outer layer, will be described below.

The monolithic ceramic capacitor was embedded in a resin.
The monolithic ceramic capacitor embedded in the resin is
polished and, thus, an LT cross-section which passed through
the center of the multilayer body and which is parallel or
substantially parallel to the side surface of the multilayer
body is exposed. The thickness and the distance are measured
by observing the exposed LT cross-section with a scanning
electron microscope (SEM). In this regard, the measurement
accuracy of distance is improved by subjecting the exposed
LT cross-section to ion milling to remove roll over due to
polishing when the height difference is calculated, an average
thickness of an inner electrode is used instead of a thickness
of each inner electrode. The average thickness of an inner
electrode is calculated by measuring three points of inner
electrodes.

The analysis of the local composition of the monolithic
ceramic capacitor is performed as described below.

As with the thickness measurement, the LT cross-section
of the monolithic ceramic capacitor embedded in the resin is
exposed, and the LT cross-section is observed with a wave-
length dispersive X-ray analyzer (WDX) attached to a scan-
ning electron microscope (SEM) and, thus, the composition
analysis is performed. The distribution state of elements is
examined on the basis of an image of the resulting element
mapping.

While preferred embodiments of the present invention
have been described above, it is to be understood that varia-
tions and modifications will be apparent to those skilled in the
art without departing from the scope and spirit of the present
invention. The scope of the present invention, therefore, is to
be determined solely by the following claims.

What is claimed is:

1. A ceramic electronic component comprising:

a ceramic body including a plurality of ceramic layers
stacked on each other in a stacking direction, first and
second principal surfaces, and first and second end sur-
faces;

first and second outer electrodes, which are disposed onthe
outer surface of the ceramic body and which are dis-
posed on the first and second end surfaces, respectively,
of the ceramic body; and

a plurality of inner electrodes arranged such that the plu-
rality of inner electrodes extend to the first or second end
surface of the ceramic body and include portions oppo-
site to each other with ceramic layers interposed ther-
ebetween in the stacking direction; wherein

the ceramic body includes an inner layer block in which the
plurality of first and second inner electrodes are dis-
posed, a first ceramic outer layer disposed on one side in
the stacking direction of the inner layer block, and a
second ceramic outer layer disposed on the other side in
the stacking direction of the inner layer block;
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in extension regions where the plurality of first inner elec-
trodes and the plurality of second inner electrodes are
not opposite to each other with ceramic layers therebe-
tween in the stacking direction, at least one of the plu-
rality of first inner electrodes and at least one of the
second inner electrodes are inclined towards a center of
the first end surface and a center of the second end
surface, respectively, of the ceramic body in the stacking
direction as the plurality of first inner electrodes and
second inner electrodes approach the first end surface
and the second end surface, respectively;

the second ceramic outer layer is thicker than the first

ceramic outer layer; and

an inclination angle of the inner electrode nearest to the

second principal surface is larger than an inclination
angle of the inner electrode nearest to the first principal
surface.

2. The ceramic electronic component according to claim 1,
wherein the second ceramic outer layer includes a boundary
portion and an outer portion between the boundary portion
and the second principal surface.

3. The ceramic electronic component according to claim 2,
wherein Si is concentrated in the boundary portion.

4. The ceramic electronic component according to claim 2,
wherein a portion of the boundary portion located in the
extension regions is inclined towards the center of the first end
surface and the center of the second end surface.

5. The ceramic electronic component according to claim 4,
wherein Si is concentrated in the boundary portion.

6. The ceramic electronic component according to claim 1,
wherein in the extension regions, distances from the first
principal surface and the second principal surface of the
ceramic body to the inner electrodes nearest to the first prin-
cipal surface and the second principal surface, respectively, of
the ceramic body among the plurality of first inner electrodes
and second inner electrodes increase as the inner electrodes
nearest to the first principal surface and the second principal
surface get closer to the first end surface and the second end
surface, respectively.
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7. The ceramic electronic component according to claim 6,
wherein the second ceramic outer layer includes a boundary
portion and an outer portion between the boundary portion
and the second principal surface.

8. The ceramic electronic component according to claim 7,
wherein Si is concentrated in the boundary portion.

9. The ceramic electronic component according to claim 7,
wherein a portion of the boundary portion located in the
extension regions is inclined towards the center of the first end
surface and the center of the second end surface.

10. The ceramic electronic component according to claim
9, wherein Si is concentrated in the boundary portion.

11. The ceramic electronic component according to claim
1, wherein a difference in a total thickness of all of the inner
electrodes between the extension regions and a region where
the plurality of first inner electrodes and the plurality of
second inner electrodes are opposite to each other with the
ceramic layers therebetween in the stacking direction is a
height difference of about 58.5 m or more.

12. The ceramic electronic component according to claim
11, wherein a ratio of the height difference to a thickness of
the ceramic body excluding the outer electrodes is a height
difference ratio of about 0.21 or more.

13. The ceramic electronic component according to claim
12, wherein a thickness of the ceramic body in the stacking
direction is between about 0.3 mm and about 0.7 mm inclu-
sive.

14. The ceramic electronic component according to claim
13, wherein the second ceramic outer layer includes a bound-
ary portion and an outer portion between the boundary por-
tion and the second principal surface.

15. The ceramic electronic component according to claim
14, wherein Si is concentrated in the boundary portion.

16. The ceramic electronic component according to claim
14, wherein a portion of the boundary portion located in the
extension regions is inclined towards the center of the first end
surface and the center of the second end surface.

17. The ceramic electronic component according to claim
16, wherein Si is concentrated in the boundary portion.
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